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FOREWORD

This report describes the work performed under NASA Contract

NAS3-14311 on the project entitled "Thermal Fatigue Testing of

High-Temperature Alloys." The report covers the period June ii,
1970 to February 28, 1973. Other fluidlzed bed thermal fatigue

data of nickel- and cobalt-base alloys obtained between March 24,

1967 and May 20, 1970 are reported in NASA CR-72738.

This report is presented in two parts. Part i, presented

here, describes the thermal fatigue testing and the results ob-
tained. Part 2 (NASA CR-121212) describes the metallographic exami-
na tion.

The NASA personnel assigned to this contract were:

Leonard W. Schopen - Contracting Officer

Peter T. Bizon - Project Manager

The IITRI personnel who contributed to this project include
Maurice Howes (Project Manager), E. R. Porlier (Administrative

Supervisor), R. K. Nolen, G. Grzeda, T. Croak, E. Chester, L. Hop-

kins, and V. Johnson.

Data are contained in Logbooks No. C20053, C20054, C20059,

C200902, and C20061.

The IITRI internal designation for this report is IITRI-

B6107-34 (Part i).
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SUMMARY

This investigation is part of a general study of thermal
fatigue conducted by the NASA-Lewis Research Center. This pro-
gram used the fluidized bed heating and cooling technique to mea-
sure the relative thermal fatigue resistance of 21 superalloys.
An earlier investigation is reported in NASA CR-72738. The alloys
in this investigation included BI900, BI900 DID, IN-100, MAR-M
200, Udimet 700 (cast and wrought), NX-188, WAZ-20, TAZ-8A, M22,
IN-713C, IN-738, IN-162, MAR-M 509, Ren_ 80, RBH, NASA VI A,
TD-NiCr, MAR-M 302, WI-52, and X-40. Four types of surface pro-
tection were used on selected alloys. These were Jocoat, Xcoat A,
clad + Xcoat B and RT-IA coat. The IN-100, MAR-M 200, NX-188,
WAZ-20, and TAZ-SA were tested in both the random and directionally
solidified forms. The resistance to cracking was measured by cy-
cling spoecimens between fluidized beds at I129°C and 357°C, I046°C
and 274 C, and I088°C and 316°C. The time of immersion in each bed
was 3 minutes. The specimens were examined for cracks at inter-
vals, and the lengths of the first three cracks were measured.
When sufficient crack propagation data were obtained, the specimen
was removed from test.

The tested alloys having the best resistance to thermal fatigue
cracking were _D_-188 directionally solidified and TAZ-8A clad +
Xcoat B. The number of cycles required to crack different alloys
varied widely, from over 6100 cycles for the best materials to 13
cycles for several of the worst materials. This represents a
500:1 difference in behavior under very severe testing conditions.
Oxidation occurs during thermal cycling, and some alloys experienced
considerable weight loss. The directionally solidified alloys were
particularly susceptible and normally should be protected with a
coat ing.

Metallographic examination indicates that as much attention
should be given to processing the alloy as to the alloy composi-
tion. Directional solidification is an obvious case of improving
properties through processing, but other techniques of controlling
microstructure are also important. Any structure with a large
constituent or line of constituents is potentially weak in thermal
fatigue. The test results indicate that processing should be de-
signed to give a fine well-dispersed structure without a pronounced
dendritic pattern and without grain boundaries lined with carbides
or blocks of other constituents.



INTRODUCTI ON

The purpose of the reported work was to use the fluidized bed
technique to measure the relative thermal fatigue cracking resis-
tance of twenty-one high-temperature superalloys that could be
used for advanced air breathing engines. The study included
metallographic and hardness studies before and after thermal
fatigue testing. The work was carried out in a facility designed
and built by liT Research Institute.

This investigation is part of a general study of thermal
fatigue being undertaken by the NASA-Lewis Research Center. Other
parts of the study and the possible use of the data are described
by Spera.(1) An earlier part of this general stud_ was the pre-
vious fluidized bed thermal fatigue work by Howes.(2) An anal_-
tical life prediction to these data is given by Spera et al.(J)

Thermal fa _gue is a possible failure mechanism in any situa-
tion that involves fluctuating temperatures. If certain materials
are heated or cooled rapidly and continuously, cracking sometimes
occurs. This phenomenon, which is often called thermal shock, is
caused by thermal gradients present during rapid temperature change.
As a result, strain is produced which is related to the coefficient
of expansion of the material. Failure occurs when thermally in-
duced stresses exceed the strength of the material after starting
as a crack in the most sensitive area. In metals, the thermal
fatigue mechanism often results in the gradual formation of a net-
work of cracks and is commonly referred to as craze cracking,
heat cracking, or fire cracking. Any part which undergoes tem-
perature cycling during service is likely to fail by this mecha-
nism.

Failures due to thermal fatigue can be found in brake drums,
turbine blades, internal combustion engine pistons, rolls for
forming hot steel, forging dies, railway wheels, furnace com-
ponents, and in molds used for glass and metal molding. Thermal
fatigue can become the dominant failure mode in aircraft gas tur-
bine engines as the operating temperature and thermal gradients
become more severe and the expected service life becomes longer.

Many methods of heating and cooling have been used to simu-
late the thermal cycles experienced in actual applications. Some
of the earliest work used direct flame impingement on a surface.
However, unless carefully controlled, the combustion products and
variation in temperature conditions can introduce an arbitrary
environment which can influence the cracking mechanism.

High-frequency heating and electrical resistance heating
systems can be used to establish simulated thermal cycling condi-
tions; however, they are generally expensive to construct for the
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multi-station test facilities which are needed to amass data
quickly. In the consideration of thermal fatigue, the crack
propagation rate is as important as the start of cracking. For
instance, a material that cracks early might be satisfactory if
the crack propagation rate is very slow. With high frequency and
resistance heating, the formation of a crack alters the flux or
current density in such a way that the crack is overheated and
measurement of propagation rate becomes meaningless.

The fluidized bed heating system for thermal fatigue testing
has many advantages and no significant disadvantages. The bed
construction is simple and relatively inexpensive. The rate of
heat transfer to a specimen or group of specimens is high. The
heat content of a particulate solid fluidized media is also high,
so that a large number of specimens or a large specimen can be
rapidly and repeatedly heated without lowering the bed temperature
significantly. The fluid bed system uses low-velocity air flows
(on the order of 1 fps), and in this respect the high-velocity gas
flows in a turbine engine are not simulated. The first reported

use of fluidized beds _ thermal fatigue testing was in 1958 byGlenny and co-workers. Since that time there have been many
reports of the use of this technique to evaluate thermal fatigue
resistance. (5-13) A bibliography of the literature of thermal
fatigue up to 1967 was compiled by Carden. (14)

The original high-temperature bed described by Glenny was
6 in. in diameter and was heated by wire-wound elements of 4 kw
total input. For this program much heavier loads of test speci-
mens had to be cycled, and a bed diameter of 11.5 in. with a power
input of 55 kw was required. The low-temperature bed was con-
trolled at an intermediate temperature instead of room tempera-
ture; thus the lower temperature beds were required to have pro-
visions for both heating and cooling. These features are described
in the section under Experimental Work which deals with the ther-
mal fatigue facility.

The entire report is presented in two parts. This is Part i,
which includes all thermal fatigue results, together with weight
and dimensional changes. Part 2 describes the metallographic and
hardness measurements.

EXPERIMENTALWORK

Materials and Conditions

Thirty-six variations of alloys and treatment were studied in
this program. These are listed in Table i. Twenty-one different



material compositions were used as shown in Table 2.
studied in this program include

The variables

i. Composition

• Test piece shape (i.e., double or single
edge wedges)

3. Solidification method

4. Surface protection

5. Temperature of exposure•

For the thermal fatigue testing two types of test piece were

used (Figure 1). Most testing used the double-edge wedge type

having nominal edge radii of 0.025 in. and 0.040 in. Only four

tests including the two clad tests were single-edge wedges (SEW)
having a nominal edge radius of 0.030 in.

Five alloys were used in the directionally solidified condi-
tion. These were IN-100, MAR-M 200, NX-188, WAZ-20, and TAZ-8A.

Randomly solidified specimens of the same alloy were also tested
for comparison.

Four types of surface protection were used as follows:

l• Jocoat - a silicon-modified nickel aluminide

coating (Pratt &Whitney Aircraft proprietary
process HA 47)

• Xcoat A (used only on IN-100) - an experi-

mental nickel aluminide coating applied by
NASA-Lewis pack process. The pack composi-

tion was IAI-INaBr-98AI203. The pack was
under an argon blanket at 2000 F for 15 hr

resulting in a coating about 2 mils thicks.
After pack the specimens were heat treated
for 25 hr at 2100°F.

. Clad + Xcoat B - The 5 rail thick clad com-

position was 19.24Cr, 3.92AI, 1.22Si,

0.059C, bal. Ni. The diffusion bond proc-

ess parameters were 15,000 psi for 3 hr
at 2175°F. The diffusion bond process is

completely described in ref. 15. Xcoat B

was an experimental nickel aluminide coating
applied by NASA-Lewis pack process similar to

that above except that the pack composition

was IAI-INH4CI-98AI203 at a temperature of
1900°F.
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. RT-IA Coat - a chromium-aluminum duplex

coating (Chromalloy Corporation proprie-

tary process similar to PWA 32 but a
lower temperature version).

Tensile properties at 1400°F (760°C) and stress-rupture prop-
erties at 1800°F (982°C) were obtained by NASA-Lewis using the

uniaxial specimens (Figure I). The results are given in Tables 3
and 4. The stress-rupture results for IN-713C, M22, TD-NiCr,

BI900 DID, and IN 738 are significantly lower than average pub-
lished data.

Thermal Fatigue Facility

A schematic drawing of the thermal fatigue testing facility

is shown in Figure 2. It consists of a 9.0 in. diameter high-

temperature bed situated between two 14 in. diameter intermediate-

temperature beds.

The center high-temperature bed has either an Inconel retort

or a silicon carbide retort (depending on the maximum temperature

requirements), and a stainless steel air-diffuser box supplied
with air from a low-pressure blower. The bed is heated by 12

silicon carbide elements with a total power of 55 kw. Heat insu-

lation is provided by two layers of refractory insulating brick
and 1 in. of Fiberfrax.

The intermediate beds are double-walled, with a stainless

steel liner and a i in. insulation of Fiberfrax. Heating is pro-

vided by three Calrod elements (total power of 12 kw for each bed)
situated above the stainless steel air box. For cooling, the heat

exchanger can be either a multi-tube, water-cooled copper assembly

(left bed, Figure 2) for bed temperatures up to 400°F or an air-
cooled stainless steel jacket (right bed, Figure 2) for bed tem-

peratures above 400°F. These heat exchangers are interchangeable.
For all work carried out on this program, the air-cooled heat ex-

changer was used.

The specimens are cycled by means of automatically controlled

pneumatic cylinders which are sequenced by timers and limit
switches. The facility will cycle automatically for the number of

cycles selected.

The air supply for fluidization is controlled through flow-
meters for each bed. The maximum fluidization air demand is about

3500 cu ft/sq ft/hr (3500 efh) for each of the intermediate beds

at lO0°F and 900 cu ft/sq ft/hr (600 cfh) for the high-temperature

bed at 2000°F. Less inlet air is required as the bed temperature

5



is increased due to the expansion of the air as it passes through
the bed. Tests show that the fluidization range is fairly narrow
since the bed will rapidly empty if excessive air is used.

Each bed is fitted with four thermocouples for control, over-
temperature protection, low-temperature test cutoff, and recording
purposes.

Facility Performance

The high-temperature bed will operate at 2300°F (12600C)
using a silicon carbide retort and could be run at this temperature
for tes ring small samples. However, as the weight of the specimen
load in pounds per hour is increased, the maximum permissible bed
temperature must be decreased. Otherwise the temperature of the
heating elements would exceed the maximum permissible value of
2750°F (1510°C). With a specimen load of 15 ib, the maximum bed
temperature is about 2000°F (1204°C) with a constant input of about
45 kw. At below 2000°F bed temperature, the Inconel retort may be
used.

The intermediate beds will run at a maximum temperature of
800°F (427°C). When cooling a 15 ib load from 2000°F every 4 min,
the air-cooled and water-cooled heat exchangers will hold the bed
temperatures at 400°F (204°C) and 200°F (83°C), respectively.

Thermal Fatigue Fixture

The fixture used for this program is shown in Figure 3. It
consisted of three RA 333 vertical supports of the same section
as the test pieces and tapered at the bottom to simulate test
piece configuration. Specimens were bolted between supports using
threaded 330 alloy. The fixture could be adjusted for different
numbers of specimens by inserting different spacer blocks at the
top of the fixture. This fixture had an average life of approxi-
mately 250 cycles at the extreme test condition of 2065/675°F
(I129/357°C).

Test Conditions

The complete range of test pieces was not available at the
start of the program, and specimens were cycled as they became
available for test. Sets of test pieces varied from twelve to six.

6



Specimens were placed at random in the fixture as regards position
from end and orientation.

The following fluidizing conditions were maintained constant
through the entire test series:

Air Flow
(Measured at 150°F,

2 psi press_re_
ftB/ft2/hr m /m /hr

Hot bed 900 275

Intermediate bed 2100 640

The fluidized media was 28-48 mesh tabular alumina.

The time of immersion in each bed was held constant at 3 min.

The temperatures used for each series were as follows:

Hot Bed Intermediate Bed

Series VF uC UF vC

G 2065 1129 675 357

H 1915 1046 525 274

I 1990 1088 600 316

All test combinations were not tested at the three tempera-

tures, and duplicate specimens were run under the same conditions
in some cases. Table 5 summarizes the specimens tested at each

tempera ture.

Measurement of Transient Temperatures

The transient temperatures achieved during the cycling of

series G, H, and I were established using instrumented specimens,

each fitted with five thermocouples. The couple positions are

shown in Figure 4. Fourteen alloys were calibrated in this way:

BI900, BI900 DID + Jocoat, IN-100, NX-188, WAZ-20, TAZ-8A DS,

TAZ-8A (SEW), IN-713C, IN-738, IN-162, MAR-M 509, Ren_ 80, NASA

VIA, and X-40. The thermocouples were magnesium oxide insulated,

Inconel 600 sheathed, ISA type K (Chromel/Alumel) with an outside
sheath diameter of 0.020 in. These couples were fabricated to

meet specifications MIL-Q-9858 and ASTM E-235. The couples were

run in grooves milled in the surface of the specimen. Grooves
were 0.022 in. wide and 0.020 in. deep. The thermocouples were

7



secured in place using an air-setting two-part Allen P-I ceramic
cement. After curing at 600°F (316°C) an adherent bond is formed
sufficient to hold the thermocouple in place. Temperatures were
recorded on a multichannel high-speed recorder.

Complete tabulated data are shown in Tables 6 to 33.

Inspection of Specimens During Testing

The specimens were removed at regular cycle intervals, and
the test edges were examined for cracks using a 30X microscope.
Inspections were made at intervals such as 25, 50, i00, 200, 300,
500, 700, I000, etc., cycles with the intervals lengthening with
increasing numbers of cycles. At the longest exposures (up to
6000 cycles) intervals of up to 750 cycles were used. Inspection
was complicated by the fact that not all specimens were available
for test at the start of a particular test sequence and new speci-
mens were added to the specimen group during the test. Thus not
all specimens within the group had experienced the same number of
cycles. When a crack was discovered, the length from crack tip
to specimen edge was measured on both sides of the specimen and
the average taken as the crack length. Measurement was made using
a traveling microscope.

Table 34 summarizes the total cycles that each specimen under-
went during test.

When sufficient crack data were obtained, the specimen was
removed from the fixture and replaced by a stainless steel dummy
specimen.

At regular intervals the specimens were weighed and measured,
and hardness readings were taken. A Rockwell C hardness reading
was taken on the surface at the center of the specimen and a I kg
DPH taken on the end of the 0.040 in. radius after cleaning off the
surface oxide with fine emery paper. These results are presented
in Part 2o

RESULTS

Thermal Fatigue Data

Complete crack propagation data are contained in Tables 35,
36, and 37. Data are given as crack length versus number of cycles
for a maximum of three cracks in each edge. The appearance of some
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specimens after testing is shown in Figure 5. These specimens are
from Series G, 2065/675°F (I129/357°C), which represents the most
severe test condition.

The number of cycles requires to initiate cracks was of pri-
mary interest in this study. There are several ways of determining
this number, which cannot be measured directly. Glenny(4) used the
procedure of averaging the cycles between the last inspection cycle
to show no crack and the first inspection when the crack was ob-
served. A refinement of this method is to plot crack length ver-
sus cycle number and extrapolate to zero crack length. This lat-
ter procedure is of particular value when the test section is of
constant thickness and the crack length versus cycle number curves
approximate to straight lines. The wedge section specimen used
in this investigation results in curved crack propagation curves
and makes it difficult to accurately extrapolate the curves to
zero crack length. The averaging method of Glenny has been used
in this investigation, and the cycles to initiate the first crack
in each alloy are summarized in Table 38.

In some cases the 0.040 in. test edge initiated cracks before
the 0.025 in. edge. This was probably due to weaknesses in the
0.040 in. edge causing preferred initiation. Once a crack was well
established, it is probable that the stresses were relieved suffi-
ciently to delay crack initiation in the opposite edge. It was
also noticeable that when several cracks propagated, they did so
at regular _ntervals along the specimen. Wllen one crack formed,
it relieved the stresses locally and thus prevented another crack
forming within the immediate neighborhood of the first crack.

Physical Changes During Testing

Weight changes during testing are given in Tables 39, 40,
and 41. Dimensional changes are shown in Tables 42, 43, and 44.
Specimens having the greatest weight loss are:

IN-100 DS

MAR-M 200 DS

WAZ-20 DS + Jocoat

IN-100 DS + Jocoat

NX-188 DS

NX-188

TAZ-8A (SEW)

9



A complete summary of the average weight change rates for the
cumpl_te testiLlg cycle is shown in Table 45. This information
should be used with some reserve since the weight change is some-
times nonlinear. Figure 6 shows the weight changes of some Series
G specimens during cycling. Some specimens showed slight weight
gains before losing weight.

Certain specimens, notably the BI900 and Udimet 700 alloys,
showed dislocation in addition to dimensional change (see Figure
5b and 5h). This would indicate some instability in the alloy.
Another interesting feature was the tendency of some alloys to
crack at the fixing holes, usually starting at the hole and propa-
gating outwards. These alloys included BI900, BI900 DID, IN-100,
MAR-M 200, Udimet 700, IN-738, Ren_ 80, and RBH. It would seem
that these alloys are more notch-sensitive than the remainder.

Ranking

If thermal fatigue cracking resistance is based upon the num-
ber of cycles required to form the first crack then the alloys can
be ranked as follows for Series G, 2065/657°F (I129/357°C):

Rank

Double-edge wedge specimens

i NX-188 DS + RT-IA Coat

(highest)

2

3

4

5

6

7-9

i0

ii

12

13

Cycles to

Alloy Ist Crack

NX-188 DS

IN-100 DS + Jocoat

BI900 DID + Jocoat

WAZ-20 DS + Jocoat

BI900 + Jocoat

IN-100 DS, MAR-M 200 DS, TAZ-8A DS

TAZ -8A

NX-188 + RT-IA Coat

X-40

MAR-M 509

Single-edge wedge specimens (SEW.)

1 TAZ-8A (SEW) Clad + Xcoat B

(hi ghe s t)

2 TAZ-SA (SEW)

3 Udimet 700 (SEW) Wrought, Clad + Xcoat B

>6100

5125

1950

1550

1350

>1200

1200

450

200

150

I00

6100"

2350

1300

lO

Small cracks were present but obscured by peeling cladding.



All other specimens cracked within I00 cycles.

The most thermal resistant materials when tested at 2065°F
(I129°C) are NX-188 DS and the TAZ-8A used for the SEWspecimens.
The materials in the top half of the ranking for double-edge
wedge specimens are either directionally solidified or coated or
both.

CONCLUSI ONS

The purpose of this investigation was to use the fluidized
bed heating and cooling technique to measure the relative thermal
fatigue cracking resistance of 36 combinations of superalloy com-
position, specimen design, casting technique, and coating.

The alloys having the best resistance to thermal fatigue
cracking are NX-188 directionally solidified and coated and TAZ-8A
clad and coated. The number of cycles required to crack different
alloys varied widely from over 6100 for the best materials to 13
cycles for several of the worst. This represents a 500:1 dif-
ference in behavior under very severe testing conditions.

Oxidation occurs during thermal cycling, and some alloys ex-
perience considerable weight loss. The directionally solidified
alloys are particularly susceptible and normally should be pro-
tected with a coating.

The metallographic and hardness results are presented in
Part 2 of this report.
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TABLE I.- ALLOYS AND VARIATIONS USED IN
TEST PROGRAM

BIg00

BIg00 + Jocoat
BI900 DID + Jocoat a

IN- i00
IN-IO0 + Jocoat

IN-100 + Xcoat A

IN-IO0 DS

IN-100 DS + Jocoat

MAR-M 200

MAR-M 200 + Jocoat
MAR-M 200 DS

Udimet 700 wrought
Udimet 700 cast

Udimet 700 wrought, clad + Xcoat B (SEW)

NX-188 a

NX-188 + RT-IA coat a

NX- 188 DSa
NX-188 DS + RT-IA coat a

WAZ-20 + Jocoat

WAZ-20 DS + Jocoat

TAZ- 8A

TAZ- 8A (SEW)
TAZ-8A clad + Xeoat B (SEW)

TAZ- 8A DS

M22

IN 713C

IN 738
IN 162

MAR_M 509
Rene 80 b

RBH (experimental alloy) c
NASA Vl A

TD-NiCr

MAR-M 302
WI-52

X-40

DS indicates that the alloy was dlrec-

tionally solidified. SEW indicates single

edge wedge; all others double edge. DID
(Ductility Improvement Discovery) indicates

that the alloy had a small hafnium addition.

aspecimens supplied by Pratt & Whitney

Aircraft Corporation.

bspecimens supplied by General Electric

Corporation.

CSpecimens supplied by Cabot Corporation.
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TABLE 3. - TENSILE PROPERTIES AT 1400°F (760°C)

A 11 oy ___ps

BI900 136,

BI900 DID I01

!N-100 115

IN- i00 DS 122

MAR-M 200 124

Udimet 700 (wrought) ii0

Udimet 700 (cast) 108

NX-188 104

NX- 188 DS 126

WAZ-20 102

WAZ-20 DS 102

'fAZ-8A 150

TAZ- 8A D_ 130

M22 139

IN-713C 118

IN-738 115

IN-162 130

MAR-M 509 42

Ren_ 80 ii0

NASA VIA 132

TD-NiCr 42,

MAR-M 302 i01,

WI-52 84,

X-40 56

Proportional Limit i

i

000

500

000

000

000

000

000

800

600

700

300

000

000

000

000

200

000

600

i00

000

000

000

000

000

• N/cm 2

93,800

70,000

79,300

84,100

85,500

75,800

74,500

72,300

87,300

70,800

70.500

103.400

89600

95 800

81 400

79 400

89 600

29.400

75.900

91.000

29 000

69_600

57,900

38,600

Ultimate

% of

Nominal

0.2% YS psi

116 158,000

88 137,800

92 140,000

-- 150,000

102 145,000

92 143,000

-- 148,000

85 130,900

77 134,500

105 108,200

96 124,000

-- 174,000

93 171,400

124 153,000

109 147,000

i00 146,700

106 163,000

80 90,000

ii0 155,600

96 161,600

105 47,000

180 117,000

168 iii,000

-- 86,000

Tens i le

N/cm 2

109,000

95 000

96.500

103 400

i00 000

98 600

102 000

90,300

92,700

74,600

85,500

120,000

118,200

105,500

101,400

I01,I00

112,400

62,100

107,300

111,400

32,400

80,700

76,500

59,300

Strength
% of Reduction

Nominal of Area,
UTS %

114 8

92 12.5

90 13

107 16

107 5

95 30

114 16

i01 3.7

79 3.8

99 4.0

104 8.9

134 2

ii0 4.5

116 8

]08 12

105 8.5

112 ii

105 13.5

I01 10.8

102 5.8

107 6

115 3

126 7

123 20

Each result is the average of two tests.
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TABLE 4. - STRESS-RUPTURE PROPERTIES AT 1800OF (9820C)

Stress Life (Nominal i00 hr)
% of

Alloy psi N/cm 2 Hours Nominal

BI900 25,000 17,200 99 95 97

BI900 DID a 24,500 16,900 66.4 33.5 50

IN-100 25,000 17,200 94 70 82

IN-100 DS 23,000 15,900 144 164 154

MAR-M 200 26,000 17,900 114 73 94

Udimet 700 (wrought) 16,000 ii,000 141 133 137

Udimet 700 (cast_ 18,000 12,400 121 118 120

NX-188 14,000 9,650 117.8 141.1 130

NX-188 DS 20,000 13,800 60.1 54.8 58

WAZ-20 18,000 12,400 113.2 47.9 81

WAZ-20 DS 25,000 17,200 43.1 77.1 60

TAZ-SA 18,000 12,400 89 79 84

TAZ-8A DS 25,000 17,200 43.6 147.9 96

M22 a 29,000 20,000 7.5 ii 9.3

IN-713C a 21,000 14,500 75 54 64

IN-738 a 20,000 13,800 22.5 21.7 22

!N-162 24,000 16,500 115 71 93

MAR-M 509 15,000 10,300 150.6 132.2 141

Ren_ 80 21,000 14,500 ii0.0 126.6 118

NASA VIA 29,800 20,500 71.5 75.6 74

TD-NiCr a ii,000 7,600 0.I 0.i

TD-NiCr b 5,000 3,400 1268 NA

_R-M 302 14,000 9,700 69 95 82

WI-52 13,000 9,000 158 153 156

X-40 ii,000 7,600 183 >105 183

Reduction

of Area,
%

Ii

13. I

16

62

I0

32

22

1.7

24.7

10.6

19.0

8

29.6

4

22

13.1

I0

22.2

12.0

6.9

3

6

8

15

33

aRupture strength significantly lower than published data.

bsupplementary test.
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TABLE 5. - SUMMARY OF TEST CONDITIONS FOR ALL SPECIMENS

Number of Specimens at Test Temperatures
1915/525 °F 1990/600°F 2065/675 °F

Alloy and Condition (I046/274°C) (I088/316°C) (I129/357°C)

BI900 i ia

BI900 + Jocoat Ia 2

BI900 DID + Jocoat 2 I

IN-100 i ia

IN-100 + Jocoat i ia i

IN-100 + Xcoat A i i I

IN- I00 DS ia i

IN-100 DS + Jocoat Ia i

MAR-M 200 i ia

MAR-M 200 + Jocoat i i
MAR-M 200 DS i + ia I

Udimet 700 wrought i Ia
Udimet 700 cast I ia

Udimet 700 wrought, i

clad + Xcoat B (SEW)

NX-188 2 I

NX-188 + RT-IA coat 2 i

NX- 188 DS 2 I

NX-188 DS + RT-IA coat 2 I

WAZ-20 + Jocoat 2 i

WAZ-20 DS + Jocoat 2 i

TAZ-8A i i + Ia I

TAZ- 8A (SEW) i i
TAZ-8A clad + Xcoat B i

(SEW)
TAZ-8A DS 2 i

M22 i Ia

IN 713C i Ia

IN 738 I i i
IN 162 i ia

MAR-M 509 I i i

Ren_ 80 i i I

RBH i i

NASA VI A i i i

TD-NiCr i Ia I

MAR-M 302 i ia

WI-52 I Ia

X-40 i ia i

aThese specimens were tested in an earlier program and reported
in Ref. 2.
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TABLE 34. - TOTAL THERMAL CYCLES FOR EACH SPECIMEN

Total Cycles

(3 min dwell in fluidized beds)
2065/675°F 1915/525°F 1990/600°F

Alloy and Condition (I129/357°C) (I046/274°C_ (i088/316OC_

BI900 - 600 -

BI900 + Jocoat 1300, 1700 - -

BI900 DID + Jocoat 2300 - 3250, 1200

IN-100 - 200 -
IN-100 + Jocoat 300 500 -

IN-100 + Xcoat A 200 500 470
IN-IO0 DS 2400 - -

IN-100 DS + Jocoat 2200 - -

MAR-M 200 - 200 -

MAR-M 200 + Jocoat 550 - 470
MAR-M 200 DS 2400 - 4000

Udimet 700 wrought - 200 -
Udimet 700 cast - 500 -

Udimet 700 wrought, 1300 - -
clad + Xcoat B (SEW)

NX-188 500 - 500, 700
NX-188 + RT-IA coat ii00 - 700, 1200
NX-188 DS 6500 - 6250 a
NX-188 DS + RT-IA coat 6100 - 6250 a

WAZ-20 + Jocoat 50 - 700 a
WAZ-20 DS + Jocoat 6100 - 5500 a

TAZ-8A ii00 600 1200

TAZ-8A (SEW) 6100 - 6250
TAZ-SA clad + Xcoat B (SEW) 6100 - -

TAZ-8A DS 2200 - 6250 a

M22 - 500 -
IN 713C - 500 -

IN 738 200 500 500
IN 162 - 600 -

MAR-M 509 500 500 700
Ren@ 80 200 500 500
RBH 300 - 500

NASA VIA 300 600 700

TD-NiCr 200 200 -
MAR-M 302 - 500 -
WI-52 - 500 -

X-40 300 500 -

aTwo specimens were tested for the same number of cycles.
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TABLE 38. - TIIERMAL CYCLES REQUIRED TO INITIATE

TIIE FIRST CRACK IN EACH EDGE

Alloy and Condition

B1900
B1900 + Jocoat

B[900 DID + Jocoat

IN-IO0
IN-IO0 + Jocoat
!N-100 + Xcoat A

IN-J00 DS

bIA R-M 200
,%\R-M 200 4-Joco,:lt
>b\R-M 200 [)S

l'dimet 700 wrought
<dimet 700 c3st

'_dimet 700 wrought,
c?ad = Xco:_t _ (SEW)

NX- I_,q£

NX-[88 + RT-IA coat

NX-188 DS

NX-188 DS + RT-IA coat

WAZ-20 + Jocoat

WAZ-20 DS + Jocoat

TAZ - 8A

TAZ-8A (SEW)
TAZ-8A clad * Xcoat B (SEW)
TAZ-8A DS

M22
IN 713C
IN 738

IN 162

MAR-M 509
Ren_ 80

RBH
NASA VIA

TD-NiCr

MAR-M 302
WI-52
X-40

2065/675°F

(1129/357°C)
•025 .OAO

e d..s.e, edge_

>1200 >1200

(lO5O) (>13oo)
1550 >2300

1915/525°F 1990/600°F

(i046/274°_ 0 (1088/316 °.02 . .o o

250 >600 400 a 800 a
_ _ i190 a 1700 a

- 75 125

37 C}O0 350 350
37 _2 O0 25 >5 O0

1200 >2400 _ ..

lq',@ - :)gc_r_ .. _

>550 ]
t200 _-2400

1300

50 150

200 600

5125 --6500

>6100 6i00

13 -50

1350 5600

450 >1100

2350
.6100

1200 -.2200

50 150

250 150
50 150

50 150
75 38

13 38

150 150

25 75

125 175
125 175

>600 >600

25 350

125 450
125 175

350 >600

125 350

125 >500

250 600

25 75
250 250
125 250
175 250

2375 >3250

(585) (>1.200)

38 a 150 a
600 a 400 a

25 >470
2400 a >5000 a
9400 a 9&OO a

13 a 38 a
25 :'470

1750_ >4000
4700 a >5000 a

13 a 75 a
75 a 150 a

238 238

(I00) (350)
800 >1200

(300) (>700)
4350 >6250

(4350) (4350)
5100 >6250

(5100) (m6250)

138 >700

(i00) (>700)
1750 >5500

(1750) (>5500)
800 >1200

600 a 4500 a
800

4350 >6250
(4350) (3625)

13 a 75 a
250 a 600 a

I00 >500
400 a 600 a

238 585
i00 i00
i00 350

138 385

250 a >i000 a

75 a 250 a

75 a 400 a
600 a 600 a

( ) indicates duplicate specimen

a From CR 72738
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TABLE 40. - WEIGHT CHANGES IN SERIES H SPECI_NS

1915/525°F (I046/274°C) cycle, 3 rain dwell in each bed

Alloy and Condition

Original

Spec. Weight,

Ident.

BI900

IN i00

IN i00 + Jocoat T
IN I00 + Xcoat A 2

MAR-M 200

Udimet 700 wrought
Udimet 700 cast

TAZ-8A

M22

IN 713C

IN 738

IN 162

MAR-M 509
Ren_ 80

NASA VI A

TD-NiCr

MAR-M 302

WI-52

X-40

Ii

2

9

111.61

111.79

111.04

112.54

121.40

114.32

111.12

122.28

120.37

112.77

118.74

110.82

127.64
125.40

125.97

123.12

128.49

126.43

123.75

Weight Change

after Given Cycles_ %
50 200 500

+0.02 +0.02 +0.03

+0.05 -0.22 -

+0.05 +0.03 -0.08

+0.02 -0.01 -0.15

+0.04 +0.05 -

+0.02 +0.04 -

+0.03 +0.04 -0.12

+0.02 +0.02 +0.02

+0.02 +0.01 +0.01

+0.01 0 -0.02

+0.03 +0.05 +0.04

+0.01 +0.01 +0.01

+0.04 +0.04 +0.05

+0.07 +0.08 -0.28

+0.04 +0.04 +0.04

0 -0.01 -

+0.02 +0.01 -0.03

+0.01 +0.02 -0.21
0 0 -0.01
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TABLE 45. - SUMMARY OF AVERAGE WEIGHT CHANGE RATES

Alloy and Condition

B1900
B1900 + Jocoat

B1900 DID + Jocoat

IN-100

IN-IO0 + Jocoat
IN-100 + Xcoat A

IN- i00 DS
IN-100 DS + Jocoat

MAR-M 200
MAR-M 200 + Jocoat

MAR-M 200 DS

Udimet 700 wrought
Udimet 700 cast

Udimet 700 wrought, clad
+ Xcoat B (SEW)

NX-188

NX-188 + RT-IA coating
NX- 188 DS
NX-188 DS + RT-IA coating

WAZ-20 + Jocoat
WAZ-20 DS + Jocoat

TAZ - 8A

TAZ-8A (SEW)
TAZ-8A clad + Xcoat B (SEW)

TAZ- 8A DS

M22

IN-713C
IN-738

IN-162

MAR-M 509

Ren_ 80
RBH

NASA VI A

TD-NiCr

MAR-M 302
WI-52

X-40

Weight Change Rate a 6/1000 cycles
2065/675 F 1915/525 F 1990/600°F

(1129/357°C_ (I046/274°C) (I088/316°C)

- +0.06 -

+0.017 (+0.010) - -
-0.073 - -0.16 (+0.014)

- -I.i0 -

-0.40 -0.16 -
+0. i0 -0.30 +0.055

-13.20 - -

-2.31 - -

- +0.25 -

+0.10 - +0. 085
-5.94 - -2.88

- +0.20 -

-0.24

+0.07 - -

-1.24

+0.58
-1.55

-0.37

+0.24

-3.29

+0.02 +0.04
-i.i0

-0.08

-0.71

- +0.02

- -0.04

+0.35 +0.08
- +0.02

+0.05 +0. i0
-0.40 -0.56

+0.20
+0.35 +0.08

0 -0.05

- -0.06
- -0.42

0 -0.02

-1.06 (+0.44)

-0.14 (-0.21)
-1.47 (-1.32)
-0.014 (-0.113)

+0.i0 (+0.21)
-0.90 (-0.90)

-0.019
-I.0

-0.61 (-0.56)

+0.07

+0.006
-0.50

+0.13
+0.026

( ) Indicates duplicate specimen.
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Figure 2

Thermal Fatigue Facility



Figure 3

Thermal Fatigue Fixture
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ALL THERMOCOUPLES ARE O. O10" BELOW SURFACE AND

AT MID-CHORD OF SPECIMEN

Figure 4

Thermocouple Locations in Instrumented Specimens.

84



i O

C_l_
,-.4 {._

I-i
0

O0

.,-I

.,-4

Q/

0

.IJ

0

,,-4

(11
,1=

(lJ
4-.I

CJ
.,-I

I-4

I-I
¢J
.I_I

u'_ q.4

OJ

,,-4
_._ o_

U

U'I

r_

co

°_.I
_4

14.4
0

U

_4

85



III m

04-J 0
OX_
,--4OO
I_ (.J 0

or'-.

0

u'3

°,-1
_u

.l.J
r_

0

(I)

4.,.I
r_

,.l.j

,--I

4-)

0

.,-I

.M

0
o

86



!_i!_ii i_ _ii!_!:'_̧if_ii_Ļi_
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